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Abstract 

The friction, wear, endurance life, and surface morphology of rubbed 

(burnished) fluorinated graphite and fluorinated coke materials were studied. 

Two different coke powders, a graphitic carbon powder, and a graphite powder 

were fluorinated and then tribologically investigated. In addition, one o f  

the coke powders was reduced in size before fluorinating to evaluate the 

effect of a finer particle size on the tribological properties. For 

comparison, graphite and coke powders which were not fluorinated were also 

tribologically evaluated. Elemental analysis by emission spectroscopy was 
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performed on each sample to determine the impurity content and X-ray 

diffraction analysis was performed to determine the crystallinity. Coke was 

found to have very little lubricating ability, but fluorinated coke did 

possess good lubricating properties. However, the fluorinated graphite and 

fluorinated graphiti'c carbon (which gave equfvalent results) gave superior 

results to those obtained with the fluorinated cokes. No tribological benefit 

was found for using small versus a larger particle size o f  coke, at least when 

evaluated as a rubbed film. 

INTRODUCTION 

Fluorinated graphite ((CFXIn) has been shown to have very good 

lubricating properties under various conditions and types of applications. 

References 1 and 2 have shown that rubbed (burnished) films of it perform 

better than or equivalent to rubbed films of molybdenum disulfide (MoS2) or 



graphite in tests conducted on a pin-on-disk machine. These rubbed film 

results were further improved by bonding the fluorinated graphite to the 

surfaces using a polyimide ( 3 )  or an organopolysiloxane ( 4 )  polymer. 

thin fi lms, other areas where good results have been obtained with f 1 uori nated 

graphite are as additives to greases, to mechanical carbons, and t o  carbon 

fiber reinforced polytetrafluoroethylene ( 5 ) .  

and various metals were simultaneously applied to a surface by using an 

electroplating bath. 

Besides 

In Ref. 6, fluorinated graphite 

One advantage o f  fluorinated graphite is that it functions much better in 

the absence of an adsorbable vapor (such as water vapor) than does graphite 

(1,2,7). There are many applications for solid lubricants where there is a 

deficiency o f  water vapor, e.g., the vacuum of space. Thus, in addition to 

the many possible terrestrial applications, fluorinated graphite may also be a 

candidate for vacuum type lubrication applications such as those that might be 

encountered on the future NASA space station. 

Several commerci a1 sources are now avai 1 ab1 e for obtai ni ng the materi a1 ; 

but the question remains, how important (to the tribological properties) is 

the starting material from which the fluorinated material is made? Some 

suppliers are selling fluorinated coke as a lubricant. 

compare to fluorinated graphite for lubrication applications? 

How does this material 

The purpose of this investigation was to evaluate several different 

fluorinated graphite and coke materials to determine the effect of the 

starting material on the tribological properties. Two different fluorinated 

coke materials were evaluated, a fluorinated graphitic carbon material and a 

fluorinated graphite material. 

ground to a smaller particle size and then fluorinated to determine the effect 

of particle size on the tribological properties. For comparison, the same 

In addition, one of the coke materials was 
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graphite material and one of the coke materials were tribologically evaluated 

in the nonfluorinated state. The fluorinated specimens and the nonfluorinated 

graphite were evaluated for impurities by emission spectroscopy and for 

crystal1 ini ty by powder x-ray diffraction. Tribological testing was conducted 

using a pin-on-disk tribometer with the powders being evaluated as rubbed 

(burnished) films applied t o  roughened 440C HT (high temperature) stainless 

steel disks. A 0 . 4 7 6  nun hemispherically tipped 440C HT stainless steel pin 

was slid against the film. Constant test conditions of an ambient temperature 

of 2523 OC, a load of 9.8 N, a sliding speed of 2 . 7  m/s (1000 rpm) were used. 

Since previous results ( 1 , 2 , 7 )  indicated that similar endurance life and wear 

improvements between graphite and fluorinated graphite could be obtained with 

and without adsorbed vapors these experiments were conducted in moist air 

( 5 0  percent relative humidity), the better condition for nonfluorinated 

graphi te. 

MAT E R I A LS 

It has been known for over a century that graphite forms compounds by the 

inclusion of foreign atoms within its structure (8,9). Most of the compounds 

are ionic but the inclusion of fluorine atoms can produce a covalent compound. 

The compound is produced without combustion by a direct reaction with fluorine 

gas between the temperatures of 420  and 550  OC. 

preparation see Refs. 7 to 12. 

The inclusion of the fluorine atoms expands the distance between the 

For more information on the 

carbon layer planes from 0 . 3 4  nm to a value as great as 0.8 nm. 

layer planes no longer remain planar but become "wavy". Ebert ( 1 3 )  has 

proposed a structure for the fluorinated graphite which consists of an 

infinite array of cis-trans-linked cyclohexane boats. Figure 1 shows his 

proposed structure for fluorinated graphite. How fluorine affects the 

structure of coke or carbon has not been studied. In this study, two 

The carbon 
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different coke powders, a graphitic carbon powder and a graphite powder were 

fluorinated and tribologically evaluated. Table 1 lists the fluorinated 

materials evaluated and some of their properties. 

The pin and the disk materials were 440C HT (high temperature) stainless 

steel) with hardness of Rockwell C-58. The surface roughness of the pin was 

less than 0.10 pm. 

polished on a polishing wheel to 1.1 t o 1.2 pm before application of the fi lms. 

APPARATUS 

The disk surfaces were sandblasted and then lightly 

A pin-on-disk tribometer was used t o  evaluate the rubbed films. 

device has been described in detail in Ref. 14. A schematic of the test 

specimens is shown in Fig. 2. The friction specimens consisted of a rotating 

flat disk (6.3-cm diameter) and a stationary, hemispherically tipped pin 

(0.476-cm radius). The pin slid on a 5.0-cm-diameter track on the disk at a 

rotational speed o f  1000 rpm which translated into a linear sliding speed of 

2.6 m / s .  

The 

The apparatus used to apply the films t o  the disks is shown in Fig. 3. 

The disk was attached t o  the vertical shaft of a small electric motor by means 

of a cup-shaped holder. Two vertical rods were used to restrain a floating 

metal plate t o  which were attached the solid lubricant applicators (in this 

case polishing cloths). About 112 g of powder was applied to the rubbing zone 

of the applicators. 

1-kg deadweights on top of the metal plate. 

bell jar and the atmosphere was controlled by purging with 50 percent relative 

humidity air. The rotational speed o f  the disk was 15 rpm and the time of 

burnishing was 1 hr. 

procedure see Ref. 14. 

The rubbing (burnishing) load was applied by placing two 

The apparatus was covered with a 

For a more detailed description of the burnishing 
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TESTING PROCEDURE 

The d i s k  surfaces were clzaned by washing w i t h  e t h y l  a lcoho l  be fore  

sandblast ing.  

running water t o  remove any adher ing sand p a r t i c l e s .  The surfaces were  then 

l i g h t l y  rubbed on a p o l i s h i n g  wheel using a water paste o f  l e v i g a t e d  alumina 

t o  remove the  sharp sandblasted a s p e r i t i e s  t i p s .  Again they were scrubbed 

w i t h  a brush under running water to remove any adhering l e v i g a t e d  alumina 

powder. Clean, d r y  a i r  was used to q u i c k l y  d r y  the surfaces. The s o l i d  

l u b r i c a n t  powders were  then a p p l i e d  t o  the  sandblasted surface u s i n g  the 

b u r n i s h i n g  apparatus which was prev ious ly  described. 

A f t e r  sandblast ing they were scrubbed w i t h  a brush under 

The p i n s  were washed w i t h  e t h y l  a lcohol  and then scrubbed w i t h  a water 

paste o f  l e v i g a t e d  alumina. 

d r i e d  w i t h  c lean, d r y  compressed a i r .  S o l i d  l u b r i c a n t  f i l m s  were n o t  a p p l i e d  

to  the p i n s .  

They were then r i n s e d  i n  d i s t i l l e d  water and 

A f t e r  c lean ing  and coat ing,  t h e  specimens were i n s e r t e d  i n t o  the  

t r ibometer ,  and the chamber sealed. Moist a i r  of  50 percent r e l a t i v e  humid i ty  

a t  25 O C  was purged through the  chamber of 2000 cm a t  the  r a t e  of 

1500 cm /min for  15 min before commencing each t e s t .  The d i s k  was s e t  i n t o  

r o t a t i o n  a t  1000 rpm (2.6 m / s )  and a 9.8 N load was gradua l ly  app l ied .  The 

t e s t  temperature was ambient (2553 OC). 

s l i d i n g  (0.16 km) and p i n  wear volume was determined. 

c a l c u l a t e d  for t h i s  i n t e r v a l  and was deemed to  be the " run- in"  wear r a t e .  

3 

3 

Each t e s t  was stopped a f t e r  1 kc of  

P in  wear r a t e  was 

Each t e s t  was a l s o  stopped a f t e r  var ious o ther  s l i d i n g  i n t e r v a l s  so t h a t  

wear volume could be measured and surface morphology could be s t u d i e d  by 

o p t i c a l  microscopy. A f t e r  s tudy ing the surfaces, the specimens were remounted 

i n t o  the  t r ibometer ,  and t h e  t e s t  procedure repeated. The p i n  was n o t  removed 
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f rom i t s  ho lder ,  and l o c a t i n g  p i n s  ensured t h a t  i t  was re tu rned  t o  i t s  

or i g i  na l  pos i t ion .  

RESULTS AND DISCUSSION 

I m p u r i t y  Analys is  

An emission spectrometer was used t o  determine the amount and type o f  

impur i t y  elements i n  the  f l u o r i n a t e d  coke and g raph i te  samples. The samples 

were covered w i t h  ethanol  to w e t  them, then aqua-regia and h y d r o f l u o r i c  a c i d  

were added t o  leach the  i m p u r i t i e s .  The " leach"  was anal ized,  so o n l y  the  

a c i d  so lub le  i m p u r i t i e s  were detected. Table 2 l i s t s  the elements and the 

amount found i n  each f l u o r i n a t e d  sample and i n  the non f luo r ina ted  g r a p h i t e  

samp 1 e. 

A l l  the  f l u o r i n a t e d  samples contained a l a rge  amount o f  chromium. I t  i s  

thought t h a t  chromium may have been p icked up from the thermocouple du r ing  the 

f l u o r i n a t i o n  process s ince  the  non f luo r ina ted  graph i te  sample conta ined very 

l i t t l e .  Zirconium was a l s o  h igher  i n  the f l u o r i n a t e d  g raph i te  than i n  the 

non f luo r ina ted  graph i te ,  b u t  there  was very  l i t t l e  z i rconium i n  the  o the r  

f l u o r i n a t e d  samples. Not knowing the h i s t o r y  o f  the samples, i t  i s  impossib le  

to  say why t h i s  occurred.  Cobal t  was a l s o  found t o  be h igher  i n  the  

f l u o r i n a t e d  r a t h e r  than i n  the  non f luo r ina ted  graph i tes .  The amount o f  some 

elements i n  the  f l u o r i n a t e d  g raph i te  decreased w i t h  respect  t o  t h a t  found i n  

the non f luo r ina ted  g raph i te .  

and magnesium decreased from 270 t o  10 ppm. 

For ins tance ca lc ium decreased from 80 to 40 ppm 

Comparing the elements which were present  i n  each o f  the f l u o r i n a t e d  

graph i tes  and cokes, t he re  i s  no c l e a r  t rend t h a t  i nd i ca tes  t h a t  a p a r t i c u l a r  

elemental i m p u r i t y  .was bene f i c ia l  or det r imenta l  t o  the t r i b o l o g i c a l  

p roper t i es  o f  the burnished f i l m s .  

elements s i g n i f i c a n t l y  a f f e c t e d  the  t r i b o l o g i c a l  r e s u l t s .  

I t  i s  n o t  be l ieved t h a t  these i m p u r i t y  
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Crystallinity Analysis 

Powder x-ray diffraction patterns were taken of each sample using copper 

Ka radiation. Figure 4 presents the intensity of the radiation from the 

fluorinated samples versus the two-theta angle of the goniometer for a range 

of 10 to 20°. 

80°. Graphite is also included in this figure for comparison. The data shows 

that the graphite is of good quality with very sharp, distinctive peaks. The 

peaks of the fluorinated samples are not as sharp as the graphite, but the 

patterns are in agreement with the "wavy nature" of the carbon atoms in the 

hexagonal layer plains imparted by the covalently boned fluorine atoms. The 

Figure 5 shows the same data for a two-theta range of 20 to 

peaks of the fluorinated graphite and graphitic carbon are somewhat more 

distinct than the fluorinated coke, indicating it is slightly more crystalline. 

The interlayer distance between the planes .was calculated using Bragg's 

Law from the two-theta values (Table 3 ) .  The interlayer distance for all the 

fluorinated samples was increased compared to the nonfluorinated graphite. 

The interlayer distance for the fluorinated cokes tended to be increased more 

than the fluorinated graphitic materials, this is most likely because they 

were more highly fluorinated than the graphitic materials. 

Endurance Life 

Figure 6 gives endurance life for the 6 different samples evaluated. 

Endurance life is defined as the number of sliding cycles (expressed in 

kilocycles in the text) to reach a friction coefficient of 0.30. At least 

three tests for each sample were conducted and the open part of the bar in 

Fig. 6 represents the scatter. The fluorinated graphite gave the longest 

I endurance life, with a mean life of 1170 kc. The fluorinated graphitic carbon 

was next with a meanlife of 850 kc. The longest endurance life for any of the 

fluorinated cokes tested was 400 kc while the shortest life was 150 kc. 



A1 1 f l u o r i n a t e d  m a t e r i a l s  (whether coke or graph i te )  gave cons iderab ly  

b e t t e r  endurance l i v e s ,  than the  non f luo r ina ted  graph i te ,  which gave' an 

endurance l i f e  o f  50 to  60 kc under these p a r t i c u l a r  s l i d i n g  cond i t i ons .  

1 coke (nonf luor ina ted)  was a l s o  evaluated, b u t  the f r i c t i o n  c o e f f i c i e n t  rose 

Type 

immediately to  0.40 and by the d e f i n i t i o n  o f  endurance l i f e  i n  t h i s  s tudy i t  

had zero l i f e .  Even so, the t e s t  on the coke was cont inued for  2 kc  o f  

s l i d i n g  t o  determine wear and f r i c t i o n  values. 

F r  i c t i on Coef f  i c i  en t 

Figure 7 gives the  f r i c t i o n  c o e f f i c i e n t  as a f u n c t i o n  o f  s l i d i n g  d u r a t i o n  

for  a l l  the ma te r ia l s  for  the f i r s t  40 kc o f  s l i d i n g ,  and F ig .  8 g ives  the  

same f r i c t i o n  in fo rmat ion  f o r  the complete endurance l i f e .  A s  mentioned i n  

the prev ious sect ion,  non f luo r ina ted  coke was a l s o  evaluated, b u t  t he  t e s t  was 

run  for  too shor t  an i n t e r v a l  t o  be inc luded i n  F ig .  7. The f r i c t i o n  

c o e f f i c i e n t  obta ined for  t h i s  ma te r ia l  was 0.38t0.03. 

The f r i c t i o n  c o e f f i c i e n t s  f o r  the  o the r  ma te r ia l s  va r ied  f rom t e s t  t o  

t e s t  and sample to sample bu t  the f r i c t i o n  t races  presented i n  F igs .  7 and 8 

are representa t ive  of the  general f r i c t i o n  t rends t h a t  occurred. A1 1 samples 

( i n c l u d i n g  the nonf luor ina ted  g raph i te )  s t a r t e d  ou t  a t  a f r i c t i o n  c o e f f i c i e n t  

value which was between 0.10 and 0.16. The f r i c t i o n  c o e f f i c i e n t  o f  the 

non f luo r ina ted  graph i te  rose very  r a p i d l y  f rom t h i s  i n i t i a l  value t o  a va lue 

grea ter  than 0.2, b u t  then rose i n  a more gradual manner w i t h  s l i d i n g  d is tance 

u n t i l  f a i l u r e  occurred. For the  f i r s t  15 kc o f  s l i d i n g ,  the f r i c t i o n  

c o e f f i c i e n t s  for the  f l u o r i n a t e d  graph i tes  and cokes were nea r l y  i d e n t i c a l ,  

bu t  a f t e r  t h i s  p o i n t  t he  f l u o r i n a t e d  cokes tended t o  increase t o  a h ighe r  

f r i c t i o n  c o e f f i c i e n t  value a t  a more r a p i d  r a t e  than d i d  the f l u o r i n a t e d  

g raph i te  samples. The f l u o r i n a t e d  g raph i te  tended t o  s tay under a f r i c t i o n  

c o e f f i c i e n t  value o f  0.20 for  1000 kc of s l i d i n g  and the  g r a p h i t i c  carbon for 

I 

~ 
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800 kc of s l i d i n g .  

c o e f f i c i e n t  va lue of 0.2 before 50 kc o f  s l i d i n g .  

The f l u o r i n a t e d  cokes tended to  reach a f r i c t i o n  

Possible reasons .for the  

f r i c t i o n  v a r i a t i o n s  w i l l  be discussed i n  a l a t e r  sect ion.  

P i n  Wear 

P i n  wear volume as a f u n c t i o n  of s l i d i n g  d is tance i n  k i lometers  i s  

p l o t t e d  i n  F ig .  9. 

r a t h e r  than s l i d i n g  r e v o l u t i o n s  since the  p i n  was i n  continuous c o n t a c t  w i t h  

P i n  wear was p l o t t e d  as a f u n c t i o n  of  s l i d i n g  d is tance 

the  d i s k  and thus was more dependent on the t o t a l  d is tance s l i d  r a t h e r  than 

the  number of  k i l o c y c l e s  t raversed.  Endurance l i f e  and f r i c t i o n  c o e f f i c i e n t  

were  p l o t t e d  as a f u n c t i o n  of repeated cyc les,  s ince the l u b r i c a n t  on the  d i s k  

was i n  i n t e r m i t t e n t  con tac t  w i t h  the p i n ,  and thus these q u a n t i t i e s  were more 

dependent on repeated passes over an i n d i v i d u a l  area than on t o t a l  d is tance 

s l i d .  

For t h e  f i r s t  5 t o  7 km o f  s l i d i n g ,  there  was l i t t l e  d i f f e r e n c e  i n  the  

p i n  wear volumes ob ta ined f o r  the f luor ina ted  graphi tes,  f l u o r i n a t e d  cokes or 

even t h e  n o n f l u o r i n a t e d  graph i te .  

obta ined for  a l l  the  f i l m s  except t h e  f l u o r i n a t e d  graph i te  and t h e  f l u o r i n a t e d  

g r a p h i t i c  carbon tended t o  increase w i t h  inc reas ing  s l i d i n g  d is tance.  And as 

the  s l i d i n g  d is tance approached the  endurance l i f e  o f  a p a r t i c u l a r  f i l m ,  the 

But beyond t h i s  p o i n t ,  t h e  p i n  wear 

p i n  wear r a t e  increased a t  a more r a p i d  r a t e .  

Run-in and steady-state p i n  wear r a t e s  ( c a l c u l a t e d  from curves l i k e  those 

i n  F ig .  9) are p l o t t e d  I n  f i g .  10. Run-in wear r a t e  was de f ined i n  t h i s  study 

t o  be the p i n  wear t h a t  occurred from 0 t o  1 kc o f  s l i d i n g  (0.16 km). 

wear r a t e s ,  c a l c u l a t e d  for  the  s l i d i n g  i n t e r v a l  o f  1 to 10 kc, were found to 

be i n  the steady-state wear value regime; thus i t  appears t h a t  most o f  t h e  

r u n - i n  p i n  wear took p lace d u r i n g  the f i r s t  kc o f  s l i d i n g .  The r u n - i n  p i n  

wear r a t e s  for  n o n f l u o r i n a t e d  graphi te  and a l l  the f l u o r i n a t e d  g r a p h i t e s  and 

P i n  
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cokes were found t o  be n e a r l y  equal (F ig .  10). The one except ion might  be the 

f l u o r i n a t e d  type 2 coke which gave s l i g h t l y  h igher  p i n  run- in  wear r a t e  values. 

Steady-state p i n  wear was de f ined as the l i n e a r  p o r t i o n  o f  the  curves f n  

F ig .  9 which occurred a f t e r  run- in .  The f l u o r i n a t e d  graph i te  and f l u o r i n a t e d  

t r a c k  surfaces a f t e r  var ious s l i d i n g  i n t e r v a l s .  Both the  n o n f l u o r i n a t e d  

graph i te  f i l m  ( F i g .  ? ] ( a ) >  and the f l u o r i n a t e d  graph i te  f i l m  ( F i g .  12(a>> show 

good bonding t o  t h e  surface a f t e r  10 kc o f  s l i d i n g .  

nonf luor ina ted  graphi te  f i l m  does show more cracking, b l i s t e r i n g ,  and s p a l l i n g  

than does the f l u o r i n a t e d  graph i te  f i  l m .  This was found to  be especia l  l y  t r u e  

on continued s l i d i n g ,  t h e  nonf luor ina ted  g r a p h i t e  f i l m  g r a d u a l l y  became 

depleted from the  sur face and a t  f a i l u r e  (a  f r i c t i o n  c o e f f i c i e n t  o f  0.30) 

la rge  vo id  areas could be seen w i t h i n  the f i l m  wear t r a c k  area which were 

f i l l e d  w i t h  powdery wear debr is  (F ig .  l l ( b ) > .  

However, the  

The f l u o r i n a t e d  graph i te  f i l m  tended t o  crack and b l i s t e r  much l e s s  than 

the nonf luor ina ted  g r a p h i t e  f i l m  under the cond i t ions  o f  these experiments. 

Even a f t e r  600 kc o f  s l i d i n g  (F ig .  12(b)) on t h e  f l u o r i n a t e d  g r a p h i t e  f i l m ,  a 

10 
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g r a p h i t i c  carbon gave an equ iva len t  steady-state p i n  wear r a t e  o f  

( 2 + 1 ) ~ 1 0 - ~ ~  m3/m o f  s l i d i n g .  

type 1 and 2 f l u o r i n a t e d  coke f i l m s  was ( 3 + 2 ) ~ 1 0 - ’ ~  m3/m and the  wear r a t e  

obtained w i t h  the n o n f l u o r i n a t e d  g r a p h i t e  f i l m  was ( 7 + 6 ) ~ 1 0 - ’ ~  m3/m. 

(nonf luor inated)  f i l m s  gave a p i n  wear r a t e  of ( 1 . 0 + 0 . 3 ) ~ 1 0 - ~ ~  m3/m a f t e r  

s l i d i n g  i n t e r v a l s  o f  bo th  1 and 2 kc of  s l i d i n g .  

s t e e l  s l i d i n g  on i t s e l f  gave a wear r a t e  o f  about 1 ~ 1 0 - ~  m3/m o f  s l i d i n g ,  thus 

even the coke (nonf luor ina ted)  gave good p i n  wear p r o t e c t i o n  fo r  a s h o r t  p e r i o d  

o f  t i m e .  

F i l m  Wear Track Morphology 

The steady-state p i n  wear r a t e  obta ined w i t h  both 

The coke 

Unlubr icated 440C HT s t a i n l e s s  

Figures 11 t o  14 show v i s u a l  l i g h t  photomicrographs o f  the f i l m  wear 



good compacted supply of the material was present between the metallic 

asperities of the substrate. These compacted material areas served .as 

reservoirs to supply lubricant t o  the metalllc asperity plateaus. 

fluorinated graphitic carbon produced films similar to those obtained with the 

The 

fluorinated graph1 te. 

The coke powder (nonfluorinated) did not form a good lubricating layer on 

the metallic disks under sliding conditions. No smooth, continuous lubricant 

film was produced. 

coke film after 1 kc of sliding. Large voided areas are seen in the wear 

track, and the small amount of coke material that is present is closely packed 

around the metallic asperity plateaus. 

on the metallic asperity plateaus, which it appears did help mitigate the wear. 

Figure 13 shows a photomicrograph of the wear track on the 

Some thin films of coke were observed 

Fluorination of the coke tended to make it into a solid lubricant and to 

Figure 14 shows the improve its ability to adhere to the wear track surface. 

wear track on a fluorinated type 1 coke film after 1 and 60 kc of sliding. 

The fluorinated type 2 coke wear surfaces looked very similar. 

more fluorinated coke was present on the surface than was found for the 

Considerably 

nonfluorinated coke, but the film was somewhat more powdery looking than the 

fluorinated graphite, fluorinated graphitic carbon, or the nonfluorinated 

graphite film. Also, some cracking and spalling of the film in the wear track 

area can be seen after only 1 kc of sliding. It is postulated that the reason 

why the fluorinated coke films provided longer endurance lives than graphite 

(nonf 1 uori nated) was that f 1 uori nated coke tended to remain bonded to the 

metallic substrate for a longer period of time than did the graphite. 

Transfer Film Morphology 

Nonfluorinated coke tended not to form transfer films on the sliding pin 

surfaces. However, all the fluorinated materials and the nonfluorinated 

1 1  



'graphite did form transfer films on the pin wear scars, although there were 

some differences in the appearance of the films. 

magnification photomicrographs of the pin wear sca; areas after 1 kc of 

sliding for pins that slid on rubbed films of (a) nonfluorinated graphite, 

Figure 15 gives some low 

(b) fluorinated graphite, (c) fluorinated coke, and (d) fluorinated small 

particle coke. 

photomicrographs of  the transfer films on the wear scars on the graphite, the 

fluorinated graphite, and the fluorinated coke pin surfaces. The fluorinated 

graphitic carbon transfer films looked similar to the fluorinated graphite 

transfer films and all the fluorinated coke transfer films looked similar to 

those shown in Fig. 18. 

Figures 16, 17, and 18 respectively give high magnification 

I n  general, the fluorinated materials tended to build up in the pin inlet 

region more than did the nonfluorinated graphite and the transfer to the pin 

appeared to be less streaky (Fig. 15). In addition, the fluorinated graphite 

and fluorinated graphitic carbon seemed to possess better rheological 

properties than the fluorinated coke materials. The fluorinated graphite 

material which built up in the inlet region produced interference fringes 

which indicated the material was transparent and that it had flowed together 

to produce a continuous surface that could reflect light (Fig. 15(b>>. 

Initially, the nonfluorinated graphite transfer films were very thin 

(Fig. 16(a)> and on continued sliding they tended to get thicker (Fig. 16(b)); 

but then as the film on the wear track became depleted (Fig. ll(b>>, they 

thinned down again. 

transfer fi lms were initial ly even thinner than the graphite transfer fi lms 

and like the nonfluorinated graphite films they tended to get thicker on 

continued sliding (Fig. 17(b>>. However, the fluorinated graphite films did 

not get as thick as the nonfluorinated graphite films, and they appeared to be 

The fluorinated graphite and fluorinated graphitic carbon 



more continuous and better bonded than the nonfluorinated graphite transfer 

films. 

The fluorinated coke transfer films (Fig. 18) were initially thicker than 

the fluorinated graphite films (Fig. 17); but on continued sliding they tended 

to get thinner. 

track tended to debond from the disk wear track (with continued sliding 

(Fig. 14)) and insufficient material was available for transfer film 

formation. Thus, transfer film formation tended to be related to how much 

lubricant was available on the disk wear track. 

CONCLUDING REMARKS 

This was probably due to the fact that the film on the wear 

The results indicate that the fluorination of graphite and coke improves 

the ability of these materials to adhere to a sliding interface. Bonding of a 

on. material is a priority i f  a material is going to provide good lubricat 

The results also indicate improved bonding and lubricating ability are 

achieved by fluorination of the more crystalline form of carbon (graph 

rather than with the amorphous form of carbon (coke). This may be due 

te 1 

to 

graphite's ability to more easily orient itself on the surface since it is 

crystalline. 

"flow into one another" whereas the amorphous coke cannot do this as easily. 

The hexagonal planes of different graphite crystals are able to 

An analogy of what is happening in a good lubrication situation might be 

compared to several decks of cards piled up on a table. 

individual crystals of graphite, the cards represent crystalline planes. 

Imagine that the individual cards are loosely glued together in the deck, 

somewhat like a hexagonal crystal. If you were to slide your fist back and 

forth in the same area across this pile of decks, they would spread out on the 

table and eventually the packs would be knocked flat on the table. 

sliding over the packs would loosen some of the individual cards and 

The decks represent 

Continued 
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even tua l l y  cards from one deck would s l i d e  i n t o  another deck. 

the cards would be mixed on the surface. 

tend t o  s l i d e  over one another, b u t  some would tend to  s l i d e  o u t  o f  the  

contact  o f  the  sides o f  the rubbing area and even tua l l y  the con tac t  area wou 

become depleted.  This  may be an over s i m p l i s t i c  view o f  what happens du r ing  

the "rubbed f i l m "  l u b r i c a t i o n  process b u t  from the au tho r ' s  exper ience, i t  

seems to  be systematic of  what i s  happening. 

CONCLUSIONS 

B e f o r e  long a 

A s  s l i d i n g  cont inued the  cards wou 

1 

F r i c t i o n ,  wear ,  and sur face morphology s tud ies  conducted on rubbed f i l m s  

of non f luo r ina ted  g raph i te ,  non f luo r ina ted  coke, f l u o r i n a t e d  g raph i te ,  

types o f  f l u o r i n a t e d  cokes i n d i c a t e d  f l u o r i n a t e d  g r a p h i t i c  carbon, and two 

t h a t :  

1 .  Fluor ina ted  g raph i te  o r  f l u o r  

l u b r i c a t i o n  performance when compared 

non f luo r ina ted  o r  t o  f l u o r i n a t e d  coke 

2 .  F l u o r i n a t i o n  o f  coke imparted 

nonf 1 uor i nated coke d i d  n o t  have. 

nated g r a p h i t i c  carbon gave super io r  

t o  the  same graph i te  which was 

some l u b r i c a t i o n  a b i l i t y  which the 

3. I n i t i a l  (up t o  17 kc o f  s l i d i n g )  f r i c t i o n  c o e f f i c i e n t s  and wear ra tes  

o f  f l u o r i n a t e d  graphi te  and f l u o r i n a t e d  coke were nea r l y  i d e n t i c a l ,  bu t  a f t e r  

t h i s  p o i n t  f l u o r i n a t e d  g raph i te  was much super io r .  

l i f e  o f  f l u o r i n a t e d  g raph i te  was up t o  5 t i m e s  g rea ter  than f l u o r i n a t e d  coke. 

I n  a d d i t i o n ,  t he  endurance 

4 .  A t r i b o l o g i c a l  advantage o f  f l u o r i n a t e d  graph i te  as compared t o  

f l u o r i n a t e d  coke or t o  non f luo r ina ted  g raph i te  was t h a t  i t  adhered t o  the 

m e t a l l i c  subst rate b e t t e r  than the  o the r  two and thus promoted a longer  

endurance l i f e .  

5. Rheo log ica l l y ,  the  f l u o r i n a t e d  g raph i te  tended t o  show b e t t e r  

p roper t i es  than f l u o r i n a t e d  coke o r  non f luo r ina ted  graph i te .  I t  produced 

14 



better adhering, more continuous wear track films and transfer films to the 

pin wear scar than the other two. 

6. A smaller particle size of the fluorinated coke showed equivalent 

tribological properties when compared to the larger size fluorinated coke 

part i cl e. 
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TABLE 1 .  - SCME P!?C!PEPTIES CF THE DIFFERENT FLUORINATED GRAPHITES 

AND COKES EVALUATED I N  THIS STUDY 

type 1 

type  1 (smal l  p a r t i c l e )  
F l u o r i n a t e d  coke, 

F l u o r i n a t e d  coke, 

Average p a r t  i c l  e s i z e  
of s t a r t i n g  m a t e r i a l ,  

Pm 

12.7 .697 

11.8 .749 

F1 u o r i  nated mater i  a1 F l u o r i n e  t o  carbon r a t i o  
a f t e r  f l u o r i n a t i o n  

Coke, type  1 
Coke, type  1 

Coke, type  2 
Graph i te  
G r a p h i t i c  carbon 

(smal l  p a r t i c l e  s i z e )  

0.7 
. 2  

12.0 
5.0 
5.0 

1 .o 
1.1 

1 .o 
.7 
.9 

I I 

TABLE 2. - ELEMENTAL ANALYSIS OF GRAPHITE AND FIVE DIFFERENT TYPES 
OF FLUORINATED GRAPHITES AND COKES BY EMISSION SPECTROSCOPY 

[Concentrat ion,  p a r t s  per  m i l l i o n  (ppm).] 

M a t e r i a l  t ype  3 emen t 
type 

Uonfl  u o r i  nated 
g r a p h i t e  

F1 u o r i  nated m a t e r i a l  

Graphite ;raphi t i c  
carbon 

Coke, 
t y p e  2 

Coke, 
t y p e  1 

Coke, 
type  1 
sinal 1 

p a r t i c l e  

A1 
Bn 
Ba 
Ca 
co 
C r  
cu 
Fe 
Mg 
Mn 
Ni 
S i  
T i  
Zn 
Z r  

< O  .005 
<.001 
c.001 

<.01 
<.005 
<.02 

<.01 
< .05 
<.01 
< .003 
<.003 
c.001 

80 

280 
270 

<O .005 
< .001 
< .001 

40 
<5 

360 

210 
10 

< .02 

0.01 
< .05 
< .01  
< .003 
< .003 

70 

< O .  005 
<0.001 
<0.001 
10 
5 

50 
<.02 

150 
<.005 
<.01 
c.05 
<.01 
<.003 
< .003 
<.001 

60 

60 
<.001 

<.001 
< .01  

<.2 

C.005 
< .01 
c.05 

. 01  
< .003 

c.001 

60 

470 

<5 

40 
<0.001 

< .001  

<.01 

<.02 

130 

50 

300 
30 

<.01 
<.05 
<.01 

<.003 
<.001 

10 

< O  .005 
<.001 
< .001 

< .01 

< .02 

30 

160 

240 
30 

<.01 
< .05 
<.01 
< .003 
<.003 
<.001 

TABLE 3. - SUMMARY OF X-RAY D IFFRACTION DATA ON GRAPHITE AND ON 
THE FLUORINATED GRAPHITES AND COKES 

Mater i  a1 type  Two-theta angle,  D is tance between 
carbon 1 a y e r  p l  anes, I deg I nm 

Graph i te  
F l u o r i n a t e d  g r a p h i t e  
F1 u o r i  nated 

g r a p h i t i c  carbon 
F l u o r i n a t e d  coke. 

26.4 
14.2 
14.1 

12.5 

0.337 
.624 
.629 

.708 

I type 2 I I 1 
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FIGURE 1. - PROPOSED STRUCTURE OF FLUORINATED GRAPHITE COMPOSED OF 
AN INFINITE ARRAY OF CIS-TRANS-LINKED CYCLOHEXANE BOATS. (REF. 12). 

,-RIDER SLANTED ' AT 45' TO DISK 

DIRECTION OF 

FIGURE 2. - SCHEMATIC DIAGRAM OF FRICTION SPECIMENS. 
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FIGURE 3. - BURNISHING APPARATUS. 
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(A) FLUORINATED GRAPHITE. 

(B) FLUORINATED GRAPHITIC CARBON. 
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(C) FLUORINATED COKE. TYPE 1. 

10 12 14 16 18 20 
TWO-THETA ANGLE 

(D) FLUORINATED COKE. TYPE 2. (E)  FLUORINATED COKE,TYPE 1 (SMALL PARTICLE S IZE) .  

FIGURE 4.  - X-RAY DIFFRACTION PATTERNS OF FLUORINATED GRAPHIES AND FLUORINATED COKES FOR TWO-THETA ANGLES OF 100 TO 200. 
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(B) FLUORINATED GRAPHITE. 

I I I I I I I 
( C )  FLUORINATED GRAPHITIC CARBON. 
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I 1 
(D) FLUORINATED COKE, TYPE 1. 
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0 I I I 
( E )  FLUORINATED COKE TYPE 1 (SMALL PARTICLE S I Z E ) .  
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I I I I I I 
50 56 62 68 74 80 44 0 

20 26 32 38 
TWO-THETA ANGLE 

(F) FLUORINATED COKE TYPE 2. 

FIGURE 5. - X-RAY DIFFRACTION PATTERNS OF GRAPHITE AND FLUORINATED GRAPHITES AND COKE FOR TWO-THETA ANGLES OF 20' TO 80'. 
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1400 r 

-MAXIRUM VALUE OBTAINED (OF 3 OR NORE TESTS) 

ITE CARBON TYPE 1 TYPE 2 TYPE 1 NOT 
(FINE) FLUORI- 

(PARTICLE) NATED 
k- TYPE O f  M E R I A L  FLUORINATED 

FIGURE 6. - ENDURANCE L IFE  FOR FIVE DIFFERENT TYPES OF GRAPH- 
ITE AND COKE WHICH HERE FLUORINATED TO PRODUCE A CF, TYPE 
OF MATERIAL. 
I S  SHOWN AS A COMPARISON. 

THE SANE TYPE OF GRAPHITE BUT NOT FLUORINATED 

FLUORINTED MATERIALS 

0 GRAPHITE 
0 GRAPHITIC CARBON 
0 COKE, TYPE 1 

A COKE. TYPE 1 (FINE PARTICLE) 
0 COKE. TYPE 2 

NONFLUORINATED MATERIAL 
0 GRAPHITE 

I I I 
20 30 40 0 10 

SLIDING DURATION I KILOCYCLES 

OF CF, &AM F R M  DIFFERENT STARTING MATERIALS AND OF NONFLUORINATED GRAPHITE. 
FIGURE 7. - FRICTION COEFFICIENT AS A FUNCTION OF SLIDING DURATION FOR THE FIRST 40 KILOCYCLES OF SLIDING FOR F IVE DIFFERENT TYPES 
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FIGURE 8 .  - FRICTION COEFFICIENT AS A FUNCTION OF SLIDING DURATION FOR F I V E  DIFFERENT TYPES OF CF, MADE FROM DIFFERENT STARTING 
MATERIALS, GRAPHITE IS ALSO GIVEN AS A COMPARISON. 

FLUORINATED M T E R I A L S  

0 GRAPHITE 

A COKE. TYPE 1 
0 COKE. TYPE 2 
h COKE. TYPE 1 (FINE PARTICLE) 

n GRAPHITIC CARBON 

NONFLUORINATED MATERIAL 

30x10-12 0 GRAPHITE r 
m : 20 
w 
f 
d 
s 
Y 
5 10 

> 

a 

STEADY-STATE WEAR RATE 

+MAXIMUM VALUE 
OBTAINED (OF 3 OR 

W MORE TESTS) E 
E 
J v, 

0 

x \ 

'AVERAGE VALUE L L 3  

+MINIMUM VALUE m 

Id 

= 5 2  

1 

0 
GRAPH- GRAPHITIC C M E  COKE COKE GRAPHITE 

I T E  CARBON TYPE 1 TYPE 2 TYPE I NOT 
(FINE) FLUORI- 

(PARTICLE) NATED 

TYPE OF MATERIAL FLUORINATED 4 0 
SLIDING DISTANCE. KH 

TANCE FOR F I V E  DIFFERENT TYPES OF FLUORINATED GRAPHITE 
AND CARBON. GRAPHITE IS ALSO GIVEN FOR COMPARISON. 

FIGURE 9. - P I N  WEAR VOLUK AS A FUNCTION OF SLIDING DIS- FIGURE 10. - RUN-IN AND STEADY-STATE WEAR RATES FOR 44OC HT 
STAINLESS STEEL PINS WHICH S L I D  AGAINST F I V E  DIFFERENT 
TYPES OF GRAPHITE AND COKE WHICH WERE FLUORINATED TO 
PRODUCE A CF, TYPE OF MATERIAL. THE SAME GRAPHITE BUT 
WHICH WAS NOT FLUORINATED IS SHOWN AS A COMPARISON. 



(A) 10 KILOCYCLES OF SLIDING. 

!B) 62 KILOCYCLES OF SLIDING. 

FIGURE 11. - HIGH MAGNIFICATION PHOTOMICROGRAPHS OF THE WEAR 
TRACK ON NONFLUOR I NATED GRAPH I TE F I LMS APPLIED TO ROUGH- 
ENED 440C HT STAINLESS STEEL SUBSTRATES AFTER TWO SLIDING 
INTERVALS . 
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(A) 10 KILOCYCLES OF SLIDING. 

(B) 600 KILOCYCLES OF SLIDING. 

FIGURE 12. - HIGH MAGNIFICATION PHOTOMICROGRAPHS OF THE 
WEAR TRACK ON FLUORINATED GRAPHITE FILMS APPLIED TO 
ROUGHENED 440C HT STAINLESS STEEL SUBSTRATES AFTER TWO 
INTERVALS OF SLIDING. 



FIGURE 13. - HIGH HAGNIFICATION PHOTOMICROGRAPH OF THE WEAR 
TRACK ON THE NONFLUORINATED COKE F I L M  AFTER 1 KC OF SLIDING. 
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(A) 1 KILOCYCLE OF SLIDING. 

(B>  60 KILOCYCLES OF SLIDING. 

FIGURE 14. - HIGH MAGNIFICATION PHOTOMICROGRAPHS OF THE WEAR 
TRACK ON THE FLUORINATED TYPE 1 COKE FILMS WHICH WERE APPLIED 
TO ROUGHENED 440D HT STAINLESS STEEL SUBSTRATES. 
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(A )  NONFl IlORINATfn GRAPUITF (B) FLUORINATED GRAPHITE. 

(C 1 FLUOR I NATED COKE. (D) FLUORINATED SMALL PARTICLE COKE. 

FIGURE 15. - PHOTOMICROGRAPHS OF 44OC HT STAINLESS STEEL P I N  WEAR SCARS AFTER 1 KILO- 
CYCLE OF SLIDING AGAINST .RUBBED SOLID LUBRICANT FILMS APPLIED TO ROUGHENED 440C HT 
STAINLESS STEEL DISKS. 
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(A) 1 KILOCYCLE OF SLIDING. 

(B) 30 KILOCYCLES OF SLIDING. 

FIGURE 16. - HIGH MAGNIFICATION PHOTOMICROGRAPHS OF THE TRANS- 
FER TO 44OC HT STAINLESS STEEL PIN WEAR SCARS AFTER SLIDING 
AGAINST RUBBED FILMS OF NONFLUORINATED GRAPHITE FOR 1 AND 
30 KILOCYCLES OF SLIDING. 
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(A) 10 KILOCYCLES OF SLIDING. 

(B) 320 KILOCYCLES OF SLIDING. 

FIGURE 17. - HIGH MAGNIFICATION PHOTOMICROGRAPHS OF THE TRANS- 
FER TO 440C HT STAINLESS STEEL PIN WEAR SCARS AFTER SLIDING 
AGAINST RUBBED FILMS OF FLUORINATED GRAPHITE FOR 10 AND 
320 KILOCYCLES OF SLIDING. 
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(A> 1 KILOCYCLE OF SLIDING. 

(B) 30 KILOCYCLES OF SLIDING. 

FIGURE 18. - HIGH MAGNIFICATION PHOTOMICROGRAPHS 
OF THE TRANSFER TO 440C HT STAINLESS STEEL PIN 
WEAR SCARS AFTER SLIDING AGAINST RUBBED FILMS 
OF FLUORINATED TYPE 1 COKE FOR 1 AND 30 KILO- 
CYCLES OF SLIDING. 
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16. Abstract 

The f r i c t i o n ,  wear, endurance l i f e ,  and sur face morphology of  rubbed (burnished) 
f l u o r i n a t e d  graph i te  and f l u o r i n a t e d  coke mate r ia l s  were  s tud ied .  Two d i f f e r e n t  
coke powders, a g r a p h i t i c  carbon powder, and a g raph i te  powder were f l u o r i n a t e d  
and then t r i b o l o g i c a l l y  i nves t i ga ted .  I n  a d d i t i o n ,  one o f  the coke powders was 
reduced i n  s i z e  before f l u o r i n a t i n g  to  evaluate the  e f f e c t  of  a f i n e r  p a r t i c l e  
s i ze  on the t r i b o l o g i c a l  p roper t i es .  For comparison, g raph i te  and coke powders 
which were n o t  f l u o r i n a t e d  were a l s o  t r i b o l o g i c a l l y  evaluated. Elemental analy-  
s i s  by emission spectroscopy was performed on each sample t o  determine the 
i m p u r i t y  content  and X-ray d i f f r a c t i o n  ana lys i s  was performed t o  determine the 
c r y s t a l l i n i t y .  Coke was found to have very l i t t l e  l u b r i c a t i n g  a b i l i t y ,  bu t  
f l u o r i n a t e d  coke d i d  possess good l u b r i c a t i n g  p r o p e r t i e s .  However, the f l u o r i -  
nated g raph i te  and f l u o r i n a t e d  g r a p h i t i c  carbon (which gave equ iva len t  r e s u l t s )  
gave super ior  r e s u l t s  t o  those obta ined w i t h  the f l u o r i n a t e d  cokes. No t r i b o -  
l o g i c a l  b e n e f i t  was found for  us ing  small versus a l a r g e r  p a r t i c l e  s i z e  of coke, 
a t  l e a s t  when evaluated as a rubbed f i l m .  
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